
Molybdenum Trioxide Powder 

Appearance: Light yellow crystallized powder 

Apparent Density: 1.3 – 1.6 g/cm3 

Application: Main raw materials for hydrogen-reduced moly powder. 

 

 

Grade and Chemical Composition: 

 

Grade  MTO-1  MTO-2  

Purity, Min (%)  ≥99.95  ≥99.90 

Impurity Content （Max. %）     

Al  0.0006 / 

As 0.0005 0.004 

Bi 0.0001 / 

Ca  0.0008 0.001 

Cd  0.0008 0.0008 

Co 0.0013 0.0013 

Cu 0.0005 / 

Fe  0.003 0.008 

Mg 0.0005 0.002 

Mn 0.0013 0.008 

Ni 0.0005 0.004 

Pb 0.0001 / 

P  0.001 0.005 

Si 0.0008 0.01 

Sb 0.0008 / 

Sn 0.0008 / 

Ti  0.0015  / 

V 0.0015 / 

W 0.045 / 

 


